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I, INTRODJCTION

Our aim has been to prepare and sﬁﬁdy materials in order to achieve

oy E

more reproducible homogeneous single and polycrystalline materials capable of
E high speed switching between low and high conductive states. The low mobility
! ;' of transition metal oxide insulators makes them excellent candidates. However,
we had to avoid materials (such as VOE) which undergo a first-crder phase
transition at a certain critical temperature with a concomitant structural
1% | transformation. A way around this problem was to find materials undergoing
i a large mobility and band structure transformation without a drestic change
! in the basic lattice symmetry. Suca is the case of T1203, whict was reported

on at the first stage of this program. Our results on T1203 shcwed the possi-

£ T

bility of field switching materiels which undergo a semiconductor-to-metallic
trensition only at liquid He temperature. Consequently, the nex® logical

step appeared to be to choosea material which undergoes a semiconductor-to-

e

metallic transition at a temperature much higher than T1203 becar.se it would

have fewer free carriers to cool anc freeze out free carriers.

T SRS

Niobium dioxide, NbOz, was chosen as a next candidate for this inves-

'? tigation since it has a second order semiconductor-to-metallic phase transition
at lO70°K. The electronic carriers aave a low, anisotropic mobility at all :

temperatures. It was shown that the mobility in the low temperature phase

(< 1O7OOK) could be described in terms of small polarons, This indicates a

localization of the single 43 electron of the Nb+u jons via a pairing along

—r— - . — o

: | the c-axis, stabilized by a lattice distortion. After we failed to switch
i bulk NbO2 single crystal, we were able to develop radiation hard NbO/NbO2 !

devices capable of shunting trensient currents spikes of up to 80 Amp in times

— ks

shorter than resolution of the apparatus (0.7 ns). We report here on the

A
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preparation methods and physical properties of NbO2 thin film on NbO
substrate (Section II) and thinned stoichiometric Nb02, which has a similar
characteristic to NbO/NbO2 devices (Section III). Section IV describes
non-stoichiometric effects on NbO2 single crystal under DC field, as well
as intense pulse fieldsin order to establish the mechanism of switching.

We have also attempted to relate the mechanism to physical measurements on
transport and structural properties, particularly nonstoichiometric effects
on NbO2 single crystal. Based on various experimental evidence, which in-
cludes scanning electron microscopy, we must improve the longevity and severe
damage of our devices. Finally, Section V describes the polycrystalline
form of devices (Nb01.87) which demonstrated further éxperimental evidences

to meet the specific requirement of radiation and thermally hardened switching

material for devices. The summary shows a natural substitute for the more

sophisticated single crystal technique and promises remarkable speed and

power handling capabilities of new devices.
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II. NbO, FIIM ON NbO SUBSTRATE (A-TYPE DEVICES)

1) INTRODUCTION

A systematic analysis of the results obtained in the previous work

periods of the ongoing contract led to the conclusion that the switching
phenomena originally observed in needle shape crystals could not have been the
bulk properties of NbOz,doped or not, Instead it occurred to us that very

high fields are needed and therefore we should try thin films of NbO2 on

conducting substrates.

2) SAMPLE PREPARATION OF NBo/Nbo2

The NbO chips used in the course of the present investigation are
prepared by Czochralski-Kyropoulos technique. The method used is the reaction
of intimately mixed niobium (Nb) and niobium pentoxide (NbZOS) powders in

the tri-arc furnace, according to reaction (1)

3Nb+Nb205-'5Nb0 (1)

The procedure followed was to press into pellets appropriately weighed
powder mixtures of Nb metals (9.291 g) and Nb205 (8.861 g). Analysis of

the starting materials by spectroscopic techniques showed the following

impurities in the part per millions;

- For Nb metal Ta < 100, Fe ~ 2, Ca <1

- For Nb205 Ta < 50 , Si<€1l,Ca<1, AL €1 ,

The pellets were then placed in the water cooled rotating graphite
hearth of the furnace and electric arcs struck to them. This melted and
reacted on the powder mixture in a circulating atmosphere of purified argon
with a measured oxygen content less than 10 ppm. Under these conditions

NbO appears to melt congruently (melting point of NbO: 2218°K), and the low

resistance of the melt makes it very easy to maintain stable arcs which heat
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the rotating melt uniformly.This techniquel is effectively crucibless since
the bottom of the melt, in contact with the cooled graphite hearth, is soli-
dified and forms its own crucible minimizing contamination. 1In order to grow
crystals, a tungsten tip, attached to the heat pipe pulling rod was immersed
into the melt and a fine neck produced by retracting and positioning it.
Typically, the crystals were pulled at a rate of 2 inches per hour. However,
when the seed crystal was used, it was possible to grow large crystals,
typically 1 x ﬁ inches. A typical crystal is shown in Fig. 1.

The stoichiometry of the niobium to oxygen ratios was determined by
reoxidizing a known weight of the sample to Nb205. The stoichiometry ratios
used are quite close to I\IbOl'OO accurate to within 0.5 atomic percent. The
resistivity of the typical sample is 1.21 x 10”2 ohm-cm at 300°K. We have
compared its resistivity to that given in previously published data for
material of the same composition., Our results are in reasonable agreement

with Chandrashekhah's measurementse. The resistivity is very low and compa-

-rable to that of the element Nb from which the oxide is derived. Since

NbO single crystal has a rock salt structure and cleaves very well, this
NbO grown by Czochralski's technique can be cleaved into thin wafer % to
l/lO mm. thickness using razor blades. Small NbO chips, typically
1x1lx0.5mmin dimension, were heated in the presence of a large amount
of NbO2 powder in vacuum and at various temperatures. When the chips were
oxidized under partial oxygen pressure of Nb02, it proved easier to form NbO2
on NbO surface if small amounts of Nb205 powder were added into NbO2 powder.
For example, 2 g. of NbO chips, 0.1 g. Nb205 (~ 1% Nb205 of total NbO chips)
and 8 g. of NbO2 powder prepared freshly were sealed in a quartz ampoule

and heated approximately for 24 hours at 850°C. Then an NbO2 layer was
formed all over the surface of NbO chips. The thickness of the NbO, film

2
varies from 1 to 10 u approximately. (See Figs., 3 and L4).

. <% T T e L i ~ - R




|
Ei
i
2

.

: S SRR
“hﬂmhm;;wwagi
< ° ' ‘

Fig. II - 1

Typical NbO single crystal and cleaved NbO chips




3} FILM STRUCTURE

In order to establish conclusively the nature of the N'bO2 coating which
was formed on the NbO chips, we performed two tests. A first test was to run
an X-ray diffraction pattern and the other was to examine a pure NbO crystal
and a sample of NbO2 films by ESCA.

The diffraction pattern of the prepared material was in good agreement
with Magnelli's powder pattern of NbO2 sample, Fig. 2 shows the diffraction
pattern of the NbO2 films on NbO chips. A faint foreign line is observed

which is probably due to NbO. This in itself is quite convincing. In

additicn, the resistivity measurements indicate an Nbo2 thickness of ~ 1 um,

which is confirmed again by scanning electron microscopy (SEM).

ESCA measurements show & thin layer (15 to 20 K) of Nbo2 present in
the virgin cleaved NbO starting material. This indicates, consistently
with other works, that the first higher Nb oxide is Nb02. Furthermore,
the ESCA spectra of our NbO2 film turned out to correspond exclusively to
‘Nboz. After oxidation, the ESCA spectra showed the peaks shifting in
energy, presumably due to changes in the surface to volume ratio of the
polycrystalline oxide growth. Therefore both X-ray and ESCA show that
the layer formed on NbO substrate is only Nb02, confirming that there is no

intermediate state between NbO/NbOz. Furthermore, there is no higher

oxidation state, Nb205.
We also confirmed this switching in an Nbo2 single crystal. An NbO2 single
crystal piece was lapped down to a thin layer,and annealed under vacuum or

H2 and Ar gas to produce a conducting surface as well as to reduce further
the thickness of the specimen. The conducting edge of specimen was cut off
from the sample. When the electric field was applied, we could get the same

switching behavior, except a threshold voltage a little bit higher than with the

NbO2 thin film,

g
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In order to study microscopic structure of the NbO2 film and the
relation between the DC resistance and film thickness, a few samples
with different DC resistance were sent to Electronics Technology and
Devices Laboratory, USAECOM, Fort Monmouth, N.J. for examination by

Scanning Electron Microscope (SEM) techniques. Based on these SEM results, the

?

following facts were recognized:

1) The thickness of a device with 50 Q1 of DC resistance turns out to
be 0.1 um thick, and NbO substrate was covered with a very fine grain
of polycrystalline Nb02.

2) The thickness of 18 KQ-device was found to be 1 um thick, which was

consistent with the estimated value by resistivity measurements. (See Fig.

3-A). The NbO2 layer formed on the NbO single crystal was a larger grain

e s i)

]

size and was preferentially oriented perpendicular to surface of the substrate

(See Fig. 3-B).

3) The NbO, layer of 130 KQ device was 6.6 um thick (Fig. 4-A) and well

1
|
1
|
il
.-
H

defined spots were interconnected and the grain size became reduced to

~ 0.1 to 0.2 um (Fig. L4-B).
These results indicate that the DC resistance is proportional to its

thickness of NbO2 layer and a low resistance sample would be easily shorted

with a few pulses due to a poorly formed structure.

4) CHARACTERISTICS OF NbO/NbO,, DEVICES

The chips obtained by the technique described above were placed for

P il

preliminary testing on a rhodiated copper plate, making contact on one side,

and the assembly was completed by applying a pressure contact via a gold

el N e

ball point (0.5 mm diemeter) on the other side. Pulses of 0.1 psec. duration
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Fig. IT - 3(A)
| Scanning electron microscope (SEM) photograph showing "
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Fig. II - 3(B)

SEM photograph showing 350 angle view and columnar
growth pattern of polycrystalline N'bO2
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‘ SEM photograph showing an edge-on view of a cleaved
; device of which NbO2 oxide layer is 6.6 pm
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SEM photograph showing that well defined spots were
interconnected comparing Fig. II-3
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and 30 ns risetime were delivered by a Velonex model 350 pulie generator at a rate
of 1 Hz.(Fig.5). The pulse's vol-age was increased slowly while the sample
response was followed on an osci’loscope in order to find the critical
voltage at which it would switch. Typically, fora pure Nb02 layer of
thickness ranging from 1 to 10 ur,the off resistance measured with a D.C.
multimeter varied from a few kilcohms to several ten kiloohms. but the
threshold voltage did not change significantly and was of the order of

120 to 150 voits. The capacitance, measured at lO6 Hz in the sample holder
described above, was found to vary from 0.5 to 1.0 pPF.

Furthermore, our effort has been directed towards packaging of the

existing devices as well as systematization of production procrdures.

After discussion with Capt.Laplante of USAECOM, we have tried ¢ne microwave
diode package presently available on the market, The motivaticn is obvious
since microwave diode packages are designed to minimize capacit ince and
induction. It is also clear that “he problems encountered in tuilding
microwave diodes are quite similar to the problems we ourselves are encounte-
ring. While we are not too enthused with the fact that these p:ckages are
point contact systems, we do feel however that it was an improviment on the
pressure contact situation. The use of one of the packages tur-ed

out to be quite practical.

-

Finally, one of the stabler configurations was obtained using standard
1N23  (X-band) microwave diodé;pacﬁages (Fig. 6), manufactured by Microwave
Associated International,llnc. Burlington, Mass. Because in this package

the point contact is made by a spring loaded tungsten whisker tke contact area
is smaller and the off resistance o” our devices varied, dependi-g on the

NbO2 layer's thickness, between 20 and 500 K}, as measured with : D.C. mulbimeter.
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The threshold voltage was found to vary from 130 to 260 volts and the
capacitance measured at 106 Hz was of the order of 0.5 pF.

In order to find out how well these devices would respond to fast
E risetime and high current (80 A ) pulses, they were tested by Cpt.Laplante,
‘ USAECOM, Fort Monmouth, N.J., using a 50 (i cable discharge pulser capable of
output voltages up to 2000 V. The device response was photographed using
| a Tektronix 7904 oscilloscope with high speed writing capability and a
! maximum aperture camera system. This equipment allowed 0,7 ns risetime
resolution of single shot pulses. Contrary to previous experience with other
switching materials, such as amorphous semiconductors, no delay could be ob-

served and within the limit of resolution (€ 0.7 ns) the response of the

device to the incident pulse appeared instantaneous. However, in amorphous

. T 52

switching, the device, once it did switch, traversed the negative resistance

path on the I vs, V characteristic nearly instantaneously. In our devices,

this post-switching negative resistance path is traversed in a measurable
time with an 80% reduction in voltage in the first 10 ns. This was taken

to indicate that the switching proceeds in two stages, the first one being

electronic in nature and occuring in the first nanosecond while the second
i wag a non-destructive thermal runaway resulting in filamentary high current
K, density conduction. The second stage has long been known to occur, in mate-

rials such as NbO2 vwhich are capable of undergoing a semiconductor to

metallic phase transition, if sufficient energy is dissipated in the form
of Joule heating.
] The maximum current tolerated by the devices was 80 A for pulse durations
of 15 ns using the cable discharge pulser with the corresponding cable. A
i maxiﬁum current of 80 A for the maximum pulse duration of 160 ns, obtained
i ] using the longest cable, was also successfully tolerated by the device. In
’

§ i an attempt to investigate longer duration pulses, a Cober 605 P high power




Fig. II - 6

Standard X-band 1N23 microwave diode package A-type
device is mounted with tungsten whisker contact
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pulser was used to apply up to 3 ms single shot pulses at its maximam

current of 11 A, The addition of an appropriate pulse transformer allowed

the application of 1.0 us duration pulses at a maximum current of 22 A,

These results are reported fully elsewhere.

Some results of these specimenstested by Cpt Laplante are summarized

in Table 1. Based on these results, which include scanning electron

i L g i B i ——

microscopy done by Mr. Charles Cook of the Electronics Technology and Devices

T

3 et

Laboratory, U.S. Army Electronics Command, Fort Mommouth, N.J.:

a) The tungsten whisker making pressure contact in the diode packages was

Sy e

considerably eroded after a few pulses (2000 volt) indicating that

high temperatures are reached by the tip. (See Fig. 6).

e

b) During pulsing the Nb02 layer oxidizes in the contact areas because of

the high temperatures developed.

Potting the assembly electrodes/chip in the diode package with 5 minute
epoxy from Devcon Corp. appeared to be the simplest solution. We found that
the typical off resistance of a potted device was of the order of ~ 150 KQ.
During pulsing (1 Hz, 630 volts pulse amplitude and 0.1 usec. pulse width),
the off resistance would increase to 20 MQ and then would completely open
after a few hours. Given the erosion of the tungsten contact shown by the
SEM pictures after repeated pulsing, it was reasonable to assume that the

epoxy prevented the spring action forcing a gap to form, and inducing open

circuit failure.
Indium has a low melting point but a high boiling temperature. We

decided to place a bead of In at the end of the tungsten whisker. Heat would
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TABIE II-1

Switching Characteristics of NbOQ/NbO/NbOE(A-type) Devices

Devices Ip Vp Vi Vin R3Omhz C30mhz
(MA) (volts) (volts) (volts) (k) (pf)
|
| A-1 1.0 1b 250 250 17.9 0.37
A-2 0.8 36 700 180 14.1 0.33
" A-b 1.0 40 460 300 7.9 0.kk
i A-5 140 50 640 380 22.7 0.41
» A-6 1.3 3y 300 100 9.2 0.50
é A-9 1.8 25 100 70 25.2 0.60
: A-11 1.0 16 90 80 7.4 0.ko
Average 0.90 31 360 194 14 9 0.k44
!
|
| Note

1) Specimen were mounted in 1N23 diode package and contact was made with
4 tungsten whisker.

2) The threshold voltage was determined by minimum voltage needed to switch
a device for a 1 ns pulse width.

3) Ip and Vp were measured in a curve tracer.

e a . met. e

g
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Fig. II - 6
layer after a few 2000 volts pulses

while contgct was made with tungsten whisker

The eroded NbO
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only melt the In and insure a better contact. Now the In induced short
circuit failure in the case of NbO2 film on NbO substrate. However in the
case of thin N'bO2 single crystal layer described in the next section, the
results were quite satisfactory.

5) B-TYPE DEVICES

Attempts have been made at trying to develop a low voltage device by

producing a different type of configuration . Instead of NbO/NbOz, we have
attempted to make TiO/Ti3O5 devices. The method used was exactly the same
as for the standard NbO/Nb02 spike suppressors, i.e., we have annealed chips
of TiO single crystals in sealed ampules in the presence of an excess Ti305
powder. This process was successful and we did obtain a coating of Ti305
on the TiO chips. The devices did switch at relatively low voltage compared
to the N'bO/NbO2 devices. These devices are based on a configuration between

a conducting substrete and an oxide which can undergo a semiconductor to

metallic transition (SCM). Example: NbO (metallic)/Nbo, (SCM at 807°C) or

T4i0 (metallic) /Ti305 (scM at 135°C). We also have tried VO/VO, and it does

work. However the off resistance is somewhat low and the device fragile
because of the closeness to the actual transition temperature (SCM at 65°C).
6) NbO, FIIM ON NIOBIUM METAL SHEET

In order to confirm experimentally the possibility of using Nb-metal for
device fabrication, we have performed measurements using Nb02/Nb/N'bO2 thin
film devices. This turned out successfully and would certainly be a cheaper
approach to device construction. Since niobium metal exposed to an oxidizing
atmosphere would first form NbO, and then Nboz, we would necessarily get the

same NbO/NbO2 configuration on top of an Nb electrode which should be no problem.

The only question was whether the general grain structure of the successive

layer would turn out to be too fragile for repeated pulsing.




TABLE II-2

Switching Characteristics of B-type Devices

Nb0,,/NbO Ti305/TiO V0,/VO

Sem, to metallic
transition temp. of
semiconducting oxide

0.1 psec pulse width
from Velonix

_‘
i
1
'K
i
'
i
{1
]
3
b |
i




Commercially available Niobium foil, 0.25 mm. thick, 99.99% pure,
produced by Ventron Chemical Co. was cut into 2x2 mm. pieces, and then
oxidized with partial pressure of NbO2 powder at 900°C. The characteristics of
this device are similar to that of the NbO/NbO,, configuration; the off resis-
tance (DC) was typically of the order of 30 K and the device switched at
~ 85 volt, with 0.1 u pulse width. Longevity tests have shown that the
devices are somewhat more fragile than those produced from NbO single crystal
chips.

7) Ti-DOPING EFFECT ON NbO SINGLE CRYSTAL SUBSTRATE,
Ti-doping was introduced in the original NbO single crystals
on which the NbO2 layers are grown. In this way, as NbO2 is formed by
oxidation, it is automatically doped by the Ti present in the proper portion.

Its purpose was to improve the switching characteristics through reducing

the energy gap and therefore the threshold voltage. In fact, the purpose

of this doping was triple:

i
|
it
|

a) It is hoped that Ti-doping reduces the oxygen affinity because Ti
cannot be oxidized to the 5+ state, and therefore improves the lifetime

of our devices.

b) Ti-doping prevents fast dendritic growth also due to the high oxygen

affinity for NbO.

c) Ti-doping reduces the band gap and therefore the potential barrier

to switching.

EXPERIMENTAL RESULTS
We have performed an experimental investigation on Ti-doping effect on

NbO single crystals, Ti-doped NbO single crystals, Nb -xTixo’ with 0 € x €0.1

1

have been grown successfully and we have compared their switching characteristics

to undoped NbO/NbO2 thin film devices.




The Ti-doped NbO single crystals were prepared by addition of Ti metal
(99.99%) or TiO, (99.995%) to the appropriate amounts of Nb and Nb205 mix-
ture, as described in section II.

vVarious Ti-doped NbO chips were sealed in a gquartz ampoule with enough

NbO2 powder, and then oxidized at 900°C for about 20 hours. The specimens

were mounted between a rhodiated copper.plate and a gold ball point (0.5 mm
diameter). The threshold voltage was determined by using 0.1 usec pulse width.
The results were quite satisfactory, except for a low off resistance. The
observed switching voltage decreased almost exponentially with x for doping
concentration of titanium. The layers looked at by scaming electron mi-
croscopy proved to be considerably more dense and uniform than previously.

Fig. T shows the effect of Ti-doping for the threshold voltages. A 10% Ti-
doped thin film device switched at lower than 20 volts compared with switching

voltages to ~ 85 volt of the undoped thin film device.




Vth (VOLTS)

o

4 6 8
Ti-ATOMIC %

Fig. II-7

Threshold voltages vs. Ti-doping in NbO /NbO/NbO . Threshold voltages decreases
exponentially with Ti-Atomic % in Nboe/ﬁbO/NbO aevices.
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III. THINNED NbO, SINGLE CRYSTAL DEVICES (C-TYPE DEVICES)

2

1) BACKGROUND INFORMAT ION,

At the first stage of this program we succeedjed in obtaining NbO2 materials
behaving as transient suppressors with high switching speeds, low trigger |
voltages and high current capability. However, when we prepared a better
quality of NbO2 single crystals, it gave negative results. Since then, our
work has addressed itself mainly to the preparation of thin layers (1 to 10
ym) of NbO2 on NbO single crystal chips described in detail in Section II. It
would appear that in fact we did not switch in the original materials the
bulk , but rather some layers of NbO2 upon a conducting substrate

of non-stoichiometric NbO2 like NbO which is described in the next sections.

1.87°
How this came about in the original preparation has not yet been elucidated

but we are taking steps to test the switching of Nbo2 under intense fields

by means of making thin single layers on a conducting substrate.
2) PREPARATION OF THIN LAYER OF NbO,, CRYSTAL

While we were able to eatablish that the switching element is indeed
the pure NbO2 layer, the physical structure of that layer has become a
point of interest because of the need to develop good electrode contact.
More recently we have attempted to prepare NbO2 single crystal chips thin
enough to be switched. Since it is usually impossible to thin down a single
crystal to the size of even 10y we proceeded in the following manner: we
lapped down an NbO2 single crystal to the thickness of approximately 0.1 mm
then further decreased the effective thickness by reducing the surface.,
As vwe have already reported, reduced NbO2 had a lower conductivity than pure
Nb02, hence the crystal surface once reduced became a very good electrode.
It was possible to switch the single crystal chip. The threshold voltage

turned out to be the well known ~ 300 volts with 0.1 us pulse width. We
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intended to further develop this approach because obviously this single
crystal technique presents excellent electrode contact poss;bilities.
We have since learned through experience that the NbO2 layers produced by
surface oxidation of NbO single crystals are fragile when submitted to long
pulses (over 10 usec pulse width). The advantage of NbO2 single crystal
devices are double, for one thing Nb02.single crystals are considerably
more resistant to oxidation because the existing surface is very small,
For anotheg.ﬂboz single crystals are flat and smooth which makes for very
good electrode binding properties. We found that it was necessary to thin
down a single crystal plate to a thickness of a few mils., When we made
contact directly with Ag-paste and a screw in regular microwave diode package,
the switching voltage was very high, of the order of 300 to 330 volts witha
0.1 p pulse. These specimen were forwarded to USAECOM for testing. Some
results provided byCpt.Laplante are summerized in Table 3. Tha capacitance
as measured by Cpt.Laplante turned out to be 2 pF which is only 3 to L
times larger than our regular NbOe/N'bO/NbO2 devices.

When contact was made, using tungsten whiskers with Indium and potted
in epoxy, the results were similar but we found that devices were stable.
It turned out that the I vs. V characteristic in these new types of devices
is extremely reproducible and stable.These types of devices with proper

contacts should be able to handle much larger currents and we have already

checked that they can handle very long (100 microseconds) pulses.

e S
; e+ L,
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Table TTI-1

Switching Characteristics of Thinned NbO2 single Crystal

Vp(volts) Vth(l) vth(z) R3Omhz c3Omhz

A 130 110 4.9 .75

18 - 400 450 3.10
18 320 330 2.27
13 220 230 0.77
e 400 420 i.7h

7.0 350 350 . 1.26

Average ; 0.85

Cll ' 0.85

Note

1) The first series of specimen are epoxied, indium contacted to sharpened
set screw.

2) ‘The threshold voltage was determined by minimum voltage needed to switch
a device for a 1 ns pulse width.

3) Ip and Vp were measured in a curve tracer.
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IV, NON-STOICHIOMETRIC EFFECT ON NbO2 SINGLE CRYSTAL |

3

1) OBJECTIVES

e

Our purpose has been to study more systematically high quality single

SRPh R

crystals of NbO2 under DC field as well as intense pulse fields in order

to establish the mechanism of switching. We have in particular attempted

to relate the mechanism to physical measurements on transport and structural

properties, particularly the non-stoichiometric effect on NbO2 single crystal.
2) INTRODUCTION

i SR T e i

R S R S

Niobium dioxide, NbO,, has a second order semiconductor-to-metallic
(SCM) transition at lO70°K. Belanger et al. studied the transport properties
of stoichiometric single crystal NbOE’ and demonstrated that the mobility
in the low temperature phase (T <€ 1070°K) could be described in terms of

1
small polaron d

Considerable amount of work on controlled stoichiometric NbO2 has been

done in our laboratory. A large portion of this work concerned a study of

single crysta. NbO_ with 1.90 € x € 2,10 and polycrystalline NbO, 87° The l

latter material 1is studied in detail in the next section.

Jannick and Whitmore studied the transport properties in relatioan to
-% the materials stoichiometry. They reported a very narrow range of non-
stoichiometry (2.003 > 1.997) for NbO_ hardly affecting the transport

mechanism. In the process of growing stoichiometric Nbo2 single crystals

- o . ——-

for various studies, we were led to question whether Jannick and Whitmore's
claim of a very narrow compositional range of existence implied that a

stoichiometric crystal could be pulled from a non-stoichiometric melt. This

g

i turned out not to be the case, and our Laue and thermogravimetric studies

indicated that we could grow perfectly well defined large single crystals
£ of composition 1.90 € x < 2,10 in contrast with Jannick and Whitmore's

result of 1.997 € x € 2,003 obtained on powders.

g ,
a
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3) STOICHIOMETRIC NbO

For the purpose of gaining insight into the effects of the nonstoichio-
metry and of theTi-doping on electrical properties, the relationship between
‘stoichiometry and conductivity was studied in detail.

Large single crystals of Nb02, NbO2+x with x ~ 2 0.1 and Nbl-xTixOZ’ 0<x

< 0.6 have been grown by the Czochralski~Kyropoulcs technique in a tri-arc
furnace. Details of the equipment and methods of operat ion are described

earlier in Sect.II. Analysis of the starting materials by spectroscopic

techniques showed the following impurities in part per millions,

For Nb metal Te <100, Fe ~2, Ca <1
For Nb205 Te <50, 851 <1, Ca <1, AL <1
For T102 8i ~5, Na~3, Mn~1, Ca <1
For Ti metal Si ~8, Fe ~3, Na~1, Mn <1
Laue photographs showed that crystals pulled without the benefit of a
seed all had more or less the same orientation, with the growth direction
inclined by about 16> to the c-axis. However when oriented seeds were used,
it was possible to grow large crystals, typically 1. x 3/8 inch, with an
orientation differing from that of the seed by no more than 50. It proved
easier to grow crystals with c-axis oriéntation than crystals with a-axis
orientation, and the latter often developing twinning. However with proper
seeding and necking,both c-axis and a-axis growth are possible. A typical
crystal is shown in Fig. IV-1.
Spectroscopic analysis showed that the crystals grown by this method
contained no new impurity and that the impurity level was no greater than in
the starting materials. 1In addition, thermogravimetric analysis carried

out on pieces taken from various places in the lengths of the boule indicated
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excellent homogeneity and a control of the stoichiometry x = O/Nb better than
0.1%. 1In a recent article, T. Sakatau claims that crystals grown in arc-
; melting furnaces are highly stressed and therefore fragile and unsuitable
for physical measurements. A standard micrographic investigation of our
samples did not reveal any telltale microcracking, inclusions, or poly-
crystalline areas, and the Laue photographs exhibited very sharp, well
E defined spots indicative of a low density of random microscopic defects.
Furthermore, for the purpose of Raman studies partially reported elsewhere5
uniaxial stresses of the order of 10lO dynes/cm2 were applied to our crystals
without damage. Consequently, we consider Sakata's position as to the

quality of arc grown NbO2 single crystals unjustified.

The transport properties of stoichiometric single crystal NbO2 have

s

been reported elsewhere6. It was demonstrated that the mobility in the low

temperature phase (T < lO70°K) could be described in terms of small polarons.

This indicates a localization of the single 4d electron of the th+ ions via

a pairing along the c-axis, stabilized by a lattice distortion. Clz:arly ionic

vacancies, such as non-stoichiometry would generate on the Nb or the O sub-

: lattices, will allow local lattice relaxations destabilizing the Nb-Nb pairs
and increasing the conductivity. This is in effect very similar to what

| temperature does when it induces thermal vibrations in which the maximum

amplitude of vibration is of the order of the lattice distortion stabilizing

the Nb-Nb pairs, eventually breaking them. Table IV-1 shows our results for

single crystals both rich and poor in oxygen. From the behavior of the re-

o o

sistivity it is quite clear that the compositional range of existence extends

i

further than was previously reported’ and that the departure from stoichiometry

does affect at least one transport property, namely the resistivity.

s
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Room Temperature Resistivity of Nl:to2 =

Compositions ' Resistivity ( 10% ohm-cm)

in Relation to Stoichiometry

m’°1.90 ' 0.0438
M0, .995 0.7962
M0, o 1.336

2.005
MO 0.1166

2.10
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The effects of Tih+ doping can in fact be analyzed along the same
lines because Tib'+ has no d-electrons and breaks a Nb-Nb pair every time it
is substituted for Nbu+. Consequently for 0, < x < 0.17 in the Nbl_xTixO2
system the conductivity increases with x until for x > 0.17 the distortion
disappears, all Nb-Nb pairs are destabilized and the material has a metallic
conductivity. In this respect our results are very similar to the results
reported by Sakatah. The main difference is that we measure a conductivity
four times larger than the zonductivity he reports for his poly;rystalline
sziples, This difference is to be attributed to grain boundary resistance.

4) SWITCHING CHARACTERISTICS OF Nb02 SINGLE CRYSTAL: MIXED CRYSTALLOGRAPHIC
CONFIGURATION -

The switching characteristics under several field conditions have been
studied and it has Seen demonstrated that disorder rather than order could
improve switching characteristics in the case of bulk NbO2 single crystal.

In the first experiment we tested the qualitative influence of uniaxial
stress in the direction of the applied pulses: in this configuration, we
first verified that no switching was observed, whether for "c¢" or for "a"
crystallographic orientations, when no stress was applied. This test was
performed with single pulses 1 usec wide, covering the range 20-2500 V.

On the other hand, when samples with either crystallographic orientation
were subjected to uniaxial stress, switching was observed in the single pulse
mode: i.e. above a certain threshold voltage a sudden decrease of the resis-
tance of the sample could be observed. .Without exception, at the threshold
value, sparking at or near the surface of the sampl#s took place. A check
of the low voltage DC resistance of the samples before and ailter even a

single pulse showed an irreversible change in the form of a decrease from an

initial value of about 30 KQ to a final value of about 3 K. The samples

seemed to remain at this level indefinitely. A stereographic microscope

ey e
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observations at low power showed that between the electrodes there was

a distinct visible path in the sample where apparently the sparking took

place, Mechanical removael of the path by the use of an airbrasive machine

brought back the resistance to its original 30 KQ value. Repeating the

experiment under the same conditions showed reproducible behavior. Even

in cases where samples were covered with silicon oil, remarkably enough,

sparking occured. The result of this experiment has to be taken only as

preliminary since although the samples used were oriented about well-known
crystallographic directions, their geometry was not the optimal for this

kind of experiment, In order to be able to apply a known stress, the

geometry was unsuited. So further experiments are planned in this di-

rection by the use of a well-aligned pressure rig on which one can apply

the desired pulses. It has to be noted that the switching took place when l
the stress was applied in the same direction as the electric field in both "
"a" or "c" directionms.

In the second set of experiments very thin samples were used. All
had their "o" axis perpendicular to the surface. One side of the samples
had a sputtered niobium film. In one of the experiments, electrodes were
placed on the NbO, surface, along an "a" direction using Viking Alloy and
Indium metal with the aid of ultrasonic scrubbing., Under these conditions,
again, switching was observed. It has to be noted however that agein the
need of sparking was obviously present. The final drop of resistance was
not by far as dramatic as the one observed in the samples described in our

previous report. With this configuration, it can be seen that the actual

s T

pulsing tekes place on a mixed crystallographic configuration as one can

distinguish two different and well-defined paths: the first, a direct,

surface line along an 'a' direction; the other, through the sample, along

the niobium film and again through the sample to the other electrode.
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This configuration has the obvious drawback that excitation and
switching directions are mixed by the geometry and therefore makes an
evaluation of the process very complicated. The oscilloscope tracings
are shown in Fig.IV-2 and Table IV-2, Using the same basic samples
another experiment was performed: a channel was cut with an airbrasive
machine removing a narrow portion of the Niobium sputtered film and
leaving the NbO2 surface exposed. Contacts were soldered at both sides
of the exposed NbO2 to the Nb film. Since in the past we experienced
difficulties with the quality of the contacts, in this case we have to
assume that the contacts are of high quality since the bonding between
the Nb and NbO2 should be excellent and the soldering with indium to the
Nb film presented no problem. Once more, switching was observed in the
"a" direction, in a single pulse (or repetititve up to 10 pulses per second),
even immersed in silicone oil, but always preceded by the described sparking;

The similarity of the results obtained when compared with the "mixed"

|
i
|
|
i
3

configuration is remarkable, as can be seen by comparing the cscilloscope
pictures taken in both cases as shown in Fig. IV-3 and Fig. IV-2(d).

The third experiment of these series dealt with a well defined
geometry. Using a single crystal, a small amplitude AC was applied across
the "c" direction of the sample whereas a variable DC bias was established
across the "a" direction of the same crystal. The AC response along "c"
was then monitored as a function of the DC applied along "a".

In order to make these measuremgnts more defined a circuit was

.established in a balanced configuration as shown in Fig. IV-k,
The results obtained are plotted in Fig. IV-5 (a) where it can be seen

that the resistance (AC) along the "c" direction chenges with the applied DC

voltage along the "a'" direction. As shown in Fig. II-5(b), the resistance

(AC) R, along "c" and the resistance (DC) R, along "a", scale over most of
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TABLE IV-2

NbO, Switching: mixed crystallographic configuration
Single Pulse, 1 pusec Duration

v v AV . I R
(v§ (v) (v) (A) ()

110
260
L60
k2o

48
400
350

Total voltage from Velonex pulse generator

¢ Voltage across sample at end of pulse
H Vt - V. |

¢ Current through sample

H Relilta.nce of sample at end of pulse

+ Energy dissipated at the n.mple, assuming voltage across the sample
constant and equal to v,
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200V/div

200 nsec/div

Figo Iv-3
Compare with Fig. v-2(d)
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the range of bias applied, as would be expected from a thermal phenomena.
Above 20 VDC along "a", the measured magnitudes required times of the

order of several seconds to reach equilibrium.

|
]
|
]

A negative resistance region becomes readily apparent as shown
in Fig, IV-6. The sudden change in the ratio of Rc/Ra shown in Fig. IV-5
at a nominal power supply voltage above ~ 70 V has yet to be explained.
Further work in this configuration is in progress.

Fig. IV-7 shows the phase difference (¢c) between I and V_ in the
"¢" direction. When the resistance R, collapses, ¢ = 0.

Using samples described above in the second set of experiments
(either configu:st.on), a double pulse measurement was performed. In all
cases a 10 pulses per second repetition rate was used, with each pulse
400 nsec wide, and variable delay between first and second pulse, The
series of oscilloscope pictures in Fig. IV-8 show that complete recovery
from the effects induced by the first pulse can be expected only after a
<ns1:XMLFault xmlns:ns1="http://cxf.apache.org/bindings/xformat"><ns1:faultstring xmlns:ns1="http://cxf.apache.org/bindings/xformat">java.lang.OutOfMemoryError: Java heap space</ns1:faultstring></ns1:XMLFault>